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FIELDS OF TESTING: Chemical/Physical

PROGRAM SPECIALTY Mineral Analysis

AREA:
ISSUED ON: 2008-02-12
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METALLIC ORES AND PRODUCTS
(Assay; Umpire Assay Work; Contract Settlement Assaying; Mineral Assaying)

(Rock, Ores, Soils & Sediments)

A2 Geochem analysis using Aqua Regia extraction with
Atomic Absorption Finish
Only for: Silver
Arsenic
Cobalt
Copper
Nickel
Lead
Zinc
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B5,B6,B7 Assay analysis using Aqua Regia digestion with
Atomic Absorption Finish
Only for: Silver
Arsenic
Cobalt
Copper
Nickel
Lead
Zinc
C18,C22 Fire assay with Atomic Absorption or Inductively
Coupled Plasma Finish
Only for: Gold ICP and AAS
Platinum ICP only
Palladium ICP only

D19,D21 Fire assay with Gravimetric Finish
Only for: Gold
E26 Assay analysis using Hydrochloric, Nitric, Perchloric

and Hydrofluoric acid digestion with Atomic
Absorption Finish

Only for: Cobalt

Copper

Nickel

Lead

Zinc

Notes:
CAN-P-4E (ISO/IEC 17025): General Requirements for the Competence of Testing and Calibration

Laboratories ISO/IEC 17025-2005)
CAN-P-1579: Guidelines for the Accreditation of Mineral Analysis Testing Laboratories
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